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Вступ. Нерівномірні атрофічні процеси в 
альвеолярній кістці щелеп, які виникають після 
втрати зубів, а особливо у фронтальній ділянuі 
зубного ряду, створюють певні труднощі для 
дентальної імплантації. Це пов'язано в першу 
чергу з втратою певного об'єму кістки, що може 

вплинути на успішність самої імплантації та 
створювати складні умови й труднощі після 
вирішення проблеми подальшого протезування. 

При значній атрофії альвеолярного відростка 
верхньої щелепи проведення ендосальної 
імплантації є складним, проблематичним та 
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SUMMARY 

APPLICATION OF COMPOS\TES ON ТНЕ BASE OF HYDROXYAPATIТE IN DENTAL \MPLANTATION ІN 

PAТIENTS WITH ATROPHY OF PROCESSUS ALVEOLARIS MAXILLARIS 

Potapchuk А.М., Vajdovich І. 

Clinical and X-ray examination of patients with atrophy of processus alveolaris maxillaris has proved in the delayed period (З 
years) the effectiveness of composites application on the base of hydroxyapatite in complex with dental implantation of 
implants with DenTi-System using our modification of one-stage "Sinus Lift" operation. 
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